
Notes:
1. Material standard EN10025-2. Material S355J2
2. Required execution class for the structures is EXC2, tolerance calss 1, service

category SC1, production category PC2 (EN 1090-2:2008)
3. Galvanizing according to standard EVS-EN ISO 14713. For details with thickness of 3

to 6 mm-95±5 μm (minimum 85μm).  Thicker than 6 mm - 115±5 μm (minimum 100
μm)
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