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CLASSIFICATION OF REACTION TO FIRE
in accordance with EVS-EN 13501-l:2007

SPONSOR:

ADDRESS:

I\4ANUFACTURER:

ADDRESS I

PREPARED BY:

NOTIFYED BODY Noi

PRODUCT NA[4E :

Novewater OU

Suur-S6jamae 27C,

Novewater OU

Suur-S6jamae 27C,

TUV EESTI OU

1526

'I 1415 Tallinn Estonia

1 1415 Tallinn Estonia

made of comDosite resin and

CLASSIFICATION REPORT :

ISSUE NUI\4BER ]

class reinforced plastic sheet
glass reinforcement layers
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This classification report consists of three (3) pages

This classification reponmayonly be used or reproduc€d in iis eni rely.



LOZI

Tllv EE5II oti

vana-Narua mnt, 248, lrlaardur Esronia
te +372 607s 918;fax +372 6379 601
e-mailr info@tuev-nod.ee

Ie +372 63 79 3O6i fals +3J2 63 79 601,
e-marl: test@tury-nord,ee

Ttilf eesrt

Classification report no. fEK-127114 en Page 2 of 3

1. Introduction.

This classification report in accordance with the procedures given in EVS-EN 13501-1:2007 defines the
reaction to flre classification assigned to the glass reinforced plastic sheet.

2. Classified product.

2.1 General

Product is defined as a glass reinforced plastic sheet for conshuction of separator systems for liquids.

2.2 Description

Composite resin was applied between glass rcinforcements, total of7 layers, product total thickness range
4-9 mm. Information ofused materials are detailed in testreports listed in 3.1.

3. Test reports / extended application reports and test results in support of the classification.
3.1, Test rcports and extended application reports

Te6t Laboratory Tesi reporl and date Tesi method

Tov Eesii OU Novewater OU No.017-14T[,4
of 15.05.2014

EN ISO 'l 1925-212010

TUV Eesti OU Novewater OU No.018-14Tlt i
of  15.05.2014

EN tSO 11925"2:20f0

3.2. Test relults

Tesi melhod No. teskl Results

Continuous
paaameter

Compliance

EN ISO 11325-
2:201O

Flame spread in exces6 of 150 mm
vertically (appljed to su|face)

1 2 Did not feach Complianl

This classifr€iion report rnay only be used or eproduced in iis enlir€ty.
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4. Classification and field of application

4.1 Refercnce otr classification.

This classifioation has been ca{i€d out in accordance with EVS-Elrl 13 5Ol-l.2OO1/Alt2OO9

4.2 Classification.

Product glass reinforced plastic sheet is classified to:

Page 3 of 3

Reaction to fire classification: E

4.3 Field ofdirect application.

This classification is valid for the following end use applications:
Novewater OU glass reinforced sheet material can be used in vertical and horisontal dircctions. product
thickness up to 9 mm.

5. Limitations

This classification report does not represent type approval or certification of the product.

On behalf and by authority of TUV Eesli OU.

Prepared and
approved by Fred Haas
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